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12L13 S250Ph 1.0718 9SMnPB28 F2112 -
1108 10F1 1.0721 10520 210M15 F2121 -
11L08 10PbF2 1.0722 10SPb20 £2122 -
1.0723 15520 210A15 F.210F.
1215 $300 1215 1.0736 9SMn36 240M07 EN 1B F2113-
12L14 S300Pb 1.0737 9MnPb36 F2114 -
1010 AF34C10/XC10 1010 1.0301 C10 045M10
1015 AF37C12/XC18 1015 1.0401 C15 080M15;040A15 E111
1020 AF42C20/XC25 1020 1.0402 22 055M15 EN2C F112
1025 AF50C30 1.0406 €25 070M26 F221
1212 1.0711 9520 220M07
1213 $250 1213 1.0715 9SMn28 230M07 F2111 -
1010 XC10 1010 1121 k10 040A10 F1510 -
1022/1518 20M5 1.1133 20Mn5 120M19 F1515 -
1015 XC15/C15E 1015 1.1141 Ck15 080M15 EN 32C F1511 -
10201023 XC25/ C22E 1020 1.1151 k22 050A20 F1120 -
1025 XC25/ C25E 1.1158 Ck25 070M26 F1120 -
A350-LF5 15N6 / 15Ni6 1.5622 14Ni6 F.2641 -
3310/9314 12NC15 1.5752 14NiCr14 655M13/A12 EN 36A
1035 AF55C35 /XC38 1035 1.0501 @5 060A35 F113
1045 AF65C45 /C45 1045 1.0503 45 080M46 F114
1040 AF60C40 C40 1040 1.0511 C40 F114.A
v 1055 €55 1055 1.0535 €55 070M55
(] 1060 AF70C55/ C60 1060 1.0601 €60 080A62  EN43D F115
-Lc) 1140 35MF6 1140 1.0726 35520 212M36  EN 8M F.210G.
g 1146 45MF4 1.0727 45520 212M44
E 9255 5157 1.0903 51Si7 250A53  EN 45 F.1450 -
g 9255 5557 9254 1.0904 55Si7 F.1440-
g 9260 6057 1.0909 60Si7 250A58 F1441 -
(V) 9262 60SC7 1.0961 60SiCr7 250A61 F.1442 -
.t__u 1330/1536 35M5 / 30Mn5 1.1165/66 30Mn5/34Mn5 120M36/150M28 F.1203
a 1335 40M5 / 36Mn5 1541 1.1167 36Mn5 150M36 EN 15 F.1203 -
"ﬂ‘! 1330 20M5 / 28Mn6 1330 1.117 28Mn6 150M28 EN 14A
E 1035 XC32/C35R 1035 1.118 Cm35 080M36 F1135 -
1040 XCA42H1 / C40E 1040 1.1186 Ck40 060A40/080A40 S40C
1045 XC42H1 | C45/XC45 1045 1.1191 Ck45 080M46/060A47 F1140 - $45C
1045 XC42H1 /C45R 1045 1.1201 Cm45 080M46 F1145 -
1055 XC55H1 / C55E 1055 1.1203 Ck55 060A57/070M55 F.1150 - S55C
1050 XC48H1 / C50E 1050 1.1206 Ck50 080M50
1050 XCABH1TS 1050 1.1213 Cf53 060A52
1060 XC60 / C60E/2C60 1060 1.1221 Ck60 060A62 E511/F512 S58C
1070 XC68 1070 1.1231 Ck67 060A67
1080/1078/1086 XC75 / C75E/XC90 1074 1.1248/1269 Ck75 060A78 £513/514/515
1095 XC100 1095 1.1274 ck101 060A96
4135/4142 34CD4 /42CD4 1.233 35CrMo4/47CrMo4 708A37/M40 SCM435TK
3135/3140 35NC6 1.571/.5711 36NiCr6/40NiCr6 640A35/M40 ENT11A
8620/8720 20NCD2 8620 1.6523/43 21NiCrMo2 805M20/A20 EN 362 F1522 - SNCM220(H)
8740 40NCD2 8640 1.6546 40NiCrMo22 311-Type7 F.1204 - SNCM240
18NCD6 1.6587 17CrNiMo8 820A16 F.1560 -
5132 32C4/34Cr4 1.7033 34Crd 530A32 EN18B £.8221/F.224 SCR430(H)
5135 38C4/37Cr4 5135 1.7034 37Crd 530A36 F1201 -
5140 42C4 1 41Cr4 5140 1.7035 41Crd 530M40/A40 EN 18 F1202 - SCR440(H)
5140 42C4TS 5140 1.7045 42Cr4 530A40 F1202 - SCR440
5115 16MC5 5115 1.7131 16MnCr5 527M17 F1515 -
5155 55C3 1.7176 55Cr3 527A60 EN 48 F1431 - SUP9(A)
4130 25CD4 / 25CrMo4 4130 1.7218 25CrMo4 1717CDS110 £.8330 - SCM420/430
4135/4137 35CD4 / 34CrMo4 1.722 34CrMod 708A37 EN 19B F.8231 -
4140/4142 42CD4 / 42CrMod 4140 1.7225 42CrMo4 708M40 EN 19A F.8232 -
4150 50CrMo4 4150 1.7228 50CrMo4 708A47
6150 50CV4 /51Crv4 6151 1.8159 50Crv4 735A50  EN 47 F.1430 -

Technical data provided should be considered advisory only as variations may be necessary depending on the particular application.
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A355CI.D 30CAD6.12 1.8507 34CrAIMo5 905M31 F1741 -
A355CI.A 40CAD6.12 1.8509 41CrAIMo7 905M39 EN 418 F.1740 -
18NC13 1.5755 31NiCr14 653M31 F123
9840 40NCD3 1.6511 36CrNiMo4 816M40  EN 110 F.1280
4340 4340 1.6562 40NiCrMo73 817M40 SNCM 447
30CND8 1.658 30CrNiMo8 823M30
4340 35NCD6 4340 1.6582 34CrNiMo8 817M40 EN 24 F1272 SNCM 447
35NCD14 1.6746 32NiCrMo145 830M31 F.1262
35NCD16 1.6747 30NiCrMo166 835M30 F.1260
30CD12 1.8515 31CrMoV139 722M24 EN 40B F1712
1.8523 39CrMoV139 897M39  EN 40C
A570 (36) E24-2NE / S235RG2 A36 1.0038 RSt37-2 4360-40C STKM 12A
A570 (40) £28-2/S275R 1.0044 Sta4-2 4360-43A/B A 4308 SM 400 A;B;C
A570 (50) A50-2 / £295 1.005 St50-2 4360-508 $S490
A60-2 / E335-A70-2/E360 1.006/.007 St60-2/5t70-2 4360-55E
A284/A573/A611 E24-3;-4 / $235)2G3 1.0116 St37-3 4360-40C/D-1449-37C A360 C;D
A366/1012/A619 DCO1 1.033/.0333 St12/13 1449 -2/3/4CR AP 00/02
A620 DCO4 1.0338 St14 1449 1CR; 2CR AP 04
A516Gr.65;-55; A37CP;AP / P235GH 1.0345 HI 1501Gr.161-360/400 A37RCIRAI
A42CP;AP / P265GH 1.0425 Hil 161-400; A42RCI
A537 A52CP;AP / P335GH 1.0473 19Mn6 A47RBII
A516 (70) A48CP;AP / P295GH 1.0481 17Mn4 A47RCI;RAII
E36-3/4 / $355J2G3 1.057 St52-3 4360-508;50C;50D A510CD
A204 (A) 15D3 / 15Mo3 1.5415 15Mo3 1501-240 F.2601 -
4520 1.5423 16Mo5 1503-245-420 F.2602 - Fu
A350-LF3 12N14/ 12Ni14 1.5637 10Ni14 1501-503-690 F152 6
3115 10NC6 1.5713 13NiCr6 c
3415 14NC11 1.5732 14NiCr10 F.1540 g
A182-F11;F12 15CD3.05 1.7335 13CrMod4 620Gr.27;31 F.2631 a
A387 (12) 15CD4.5 1.7337 16CrMod4 620Gr.27 E
A182F22 10CrMo9-10 1.738 10CrM0910 622Gr31;45 TUH -}
A633GLE EA20RIFP / S420N 1.8902 StE420 4360-55E AE 420 KG E
A633GLE EABORIFP / S460N 1.8905 StE460 AE 460 KG g
330 Z12NCS37.18 1.4864 X12NiCrSi3616 NA17 F3313 3
1.4865 G-X40NiCrSi3818 330C40 g
B163 Z8NC3221 1.4876 X10NiCrAITi3320 NA15(H) F.3545
4544/SB127/164 NU30 2.436 NiCu30Fe 3072-76/NA13
4676 2.4375 NiCu30Al 3072-76/NA18/3146
5388 C NC 17 DWY 2.4602 NiCr17Mo17FeW
NC20T 2.463 Ni-Cr20Ti HR5/203-4/703-B
NC20TA 2.4631 NiCr20TiAl HR 401HR601/736B
NCKD 20 ATV 2.4634 NiCo20Cr15MoAlTi HR 3/5007
687 NCKD 20 AT 2.4636 NiCo15Cr15MoAlTi
NCK 20 D 2.465 NiCr20Co19MoTi HR 10
5660C 78 NCDT 42 2.4662 NiCr15MoTi
5536E Nc 22 FeD 2.4665 NiCr22Fe18Mo HR 6/204
NC 19 FeNb 2.4668 NiCr19Fe19NbMo HR 8
5542G NC 15 Fe TNb 2.4669 NiCr16FeTi HR 505
5391A NC 13 AD 2.467 G-NiCr13AlI6MoNb HC 203
NK 15 CAT 2.4674 NiCo15Cr10MoAlTi HC 204
5540 NC 15 Fe 2.4816 NiCr15Fe 3072-76
5581 NC 22 FeDNB 2.4856 NiCr22Mo9Nb
NC 21 FeDU 2.4858 NiCr21Mo 3072-76
NC 19 KDT 2.4973 NiCr19Co11MoTi
684 NCK 19 DAT 2.4983 NiCr18Co18MoAITi
T35 3.7024/25 Ti99,8 TA1 Ti-PO1
TU2 3.7124 TiCu2 TA.21-24/52-55/58 Ti-P11
T-A6ZD 3.7154 TiAI6Zr5M00,55i0,2 TA.43/44 Ti-P67
T-A4DE 3.7184 TiAl4Mo4Sn2Si0,5 TA.45-51/57 Ti-P68
4941/42/51/4902 T-40 3.7034/35 Ti99,7 TA.2/3/4/5 Ti-PO2
4901/21 T-60 3.7064/65 Ti99,5 TA.6/7/8/9 Ti-PO4
491128/35/54/65/67 T-A6V 3.7164/65 TiAI6V4 TA.10-13/28/56 Ti-P63
4900 T-50 DTD 5023/5283

Technical data provided should be considered advisory only as variations may be necessary depending on the particular application.
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4108 73014 1.4001 X7Cr14 403517 £.8401
405 26CA13 1 Z6CrAI13 1.4002 X6CrAl13 405517 F3111
416 Z12CF13/212CrS13 1.4005 X12CrS13 416521 F.3411 SUS 416
410/CA-15 212C13/212Cr13 410 1.4006 X10Cr13 410521 ENEN 56A F.3401 SUS 410
430 28C17/26Cr17 1.4016 X6Cr17 430515 EN 60 F3113 SUS 430
420 720C13/720Cr13 420 1.4021 X20Cr13 420537 F.3402 SUS 420
740C14 /1 240Cr14 1.4034 X46Cr13 420545 EN 56D F.3405
431 Z15CN16.02 1.4057 X20CrNi172 431529 EN 57 F.3427
430F Z10CF17 1.4104 X12CrMoS17 3117
434 78CD17.01 1.4113 X6CrMo17 434517
440C 7100CD17 1.4125 X105CrMo17
304/304H Z6CN18.09 304 1.4301 X5CrNi1810 304515 EN 58E F.3451 SUS304
308; 305 Z8CN18.12 1.4303 X5CrNi1812 305519 F3513
303 Z10CNF18.09 303 1.4305 X10CrNiS189 303521 EN 58M F.3508 SUS303
304L Z2CN18.10/Z3CN19.10M 1.4306 G-X2CrNi189/1911 304S512/S11/C12 F.3503 SCS19
CF-8 Z6CN18.10M 1.4308 G-X6CrNi189 304C15
301 Z12CN17.07 302 1.431 X12CrNi177 301521 F3517
304LN 72CN18.10Az 1.4311 X2CrNiN1810 304562
Z10CN18.9M 1.4312 G-X10CrNi188 302C25
CAG-NM Z4CND13.4M 1.4313 G-X5CrNi134 425C11
316/316L Z6CND17.11 316 1.4401 X5CrNiMo17122 316516/S31 EN 58] F.3543 SUS316
316L Z2CND 18.13 316L 1.4404 X2CrNiMo17132 316S11/512 F.3533 SUS316 L
316LN Z2CND 17.12Az 1.4406 2CrNiMoN17122 316561 SUS316LN
" CF-8M 1.4408 G-X6CrNiMo1810 316C16 F.8414
o 316LN Z2CND17.13Az 1.4429 X2CrNiMo17133 316562 SUS316LN
E 316L Z2CND17.13 1.4435 X2CrNiMo18143 316511/512 F.3533 SUS316LN
ﬁ 316 Z6CND17.12 1.4436 X5CrNiMo17133 316516 F.3534 SUS316
s 317L 72CND19.15 1.4438 X2CrNiMo18164 317512 SUS317L
é 329 329 (DUPLEX) 1.446 X8CrNiMo275 £.3309 SUS329
XM8/430Ti 78CT17 1.451 X6CrTi17 3114
409 76CT12 1.4512 X5CrTi12 409519
321 Z6CNT18.10 321 1.4541 X6CrNiTi1810 321512/S31 EN 58B F.3523 SUS321
630 Z6CNU17.04 1.4542 X5CrNiCuNb1714 SUS630
347 Z6CNNb18.10 1.455 X6CrNiNb1810 347S17/S31 EN 58F F.3552 SUS347
316Ti Z6CNDT17.12 1.4571 X6CrNiMoTi17122 | 320531/S17 EN 58) F.3552
316Ti 1.4573 X10CrNiMoTi1812 320533
316Ch Z6CNDNb17.12/19.13 1.458 X6CrNiMoNb17122 318517
HNV3 745CS9 1.4718 X45CrSio3 401545 EN52 £3220
710C13 1.4724 X10CrAl13 403517 F.13152
240CSD10 1.4731 X40CrSiMo102 F3221
430 Z10CAS18 1.4742 X10CrAl18 430515 F3153 SUS430
HNV6 Z80CSN20.02 1.4747 X80CrNiSi20 443565  EN 59 £3222
446 210CAS24 1.4762 X10CrAI24 F3154 SUH446
309 Z15CNS20.12 1.4828 X15CrNiSi2012 309524
309S 715CN24.13 1.4833 X7CrNi2314 309524
314/310 Z15CNS25.20 314 1.4841 X15CrNiSi2520 F3310
310S 712CN25.20 310 1.4845 X12CrNi2521 310524 F.331
HK 1.4848 G-X40CrNisi2520 310C40 F.8452
EV8 752CMIN21.09 1.4871 X53CrMnNiN219 349554 £3217
735CNWS14.14 1.4873 X45CrNiw189 331540 F3211
321 T6CNT18.12(B) 1.4878 X12CrNiTi189 321520 F.3523 SUS321
A353 Z8N9 1.5662 X8Ni9 1501-509;510 F.2645
2515 Z18N5 1.568 12Ni19
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A532IBNiCr-LC 0.962 G-X260NiCr42 Grade2A
A532IANICr-HC 0.9625 G-X330NiCr42 Grade2B
A532IDNi-HiCr 0.963 G-X300CrNiSi952 Grade2C;D;E
A53211D20%CrMo-LC 0.9645 G-X260CrMoNi2021 Grade3C
A532111A25%Cr 0.965 G-X260Cr27 Grade3D
A532111A25%Cr 0.9655 G-X300CrMo271 Grade3E
W108 Y190;Y180 1.1525 C80W1
W110 Y1105 1.1545 C105W1 SK3
W112 Y2120 1.1663 C125W F5123
W1 1.175/.1625 C75W/C80W1 BW1A/BW1B F.1507
L3 Y100C6 52100 1.2067 100Cr6 BL3 £.5230
D3 7200C12 420 (1.2083) 1.208 X210Cr12 BD3 £5212
L2 1.221 115CrV3
H11 738CDV5 H11 1.2343 X38CrMoV/51 BH11 F5317
H13 740CDV5 H13 1.2344 X40CrMoV51 BH13 F5318 SKD61
A2 7100CDV5 A2 1.2363 X100CrMoV51 BA2 F5227 SKD12
H10 32DCV28 H10 1.2365 X32CrMoV33 BH10 F5313
D2 2160CDV12 D2 1.2379 X155CrVMo121 BD2
105WC13 1.2419 105WCr6 £5233
D6 (VC131) 1.2436 X210CrW12 £5213
01 01 (VND) 1.251 100MnCrw4 BO1 £.5220 SKS 31
S1 S1(VW3) 1.2542 45WCrV7 BS1 F.5241
55WC20 1.255 60WCrV7
H21 730WCV9 H20/H21 1.2581 X30WCrvo3 BH21 £5323 SKD5
1.2601 X165CrMoV12 F5211 v
H12 735CWDV5 H12 1.2606 X37CrMoW51 BH12 (]
L6 55NCDV7 (VMO) 1.2713 55NiCrMoV6 £.528 6
W210 Y1105V 1.2833 100V1 BW2 <
2 90MV8 1.2842 90MnCrv8 B02 g
T15 13202 $12-1-4-5 BT15 F.5563 3
Z130WKCDV10-10-04-03 1.3207 $10-4-3-10 F.553 E
785WDKCV06-05-05-04-02 M35 1.3243 $6-5-2-5 F5613 8
M41 7110WKCDV07-05-04-04-02 1.3246 S7-4-2-5 £5613 _—
M42 7110DKCWV09-08-04-02-01 M42 1.3247 $2-10-1-8 BT42 F5615 g
M33/M34 1.3249 $2-9-2-8 BM34 F5611 3
T4 780WKCV18-05-04-01 1.3255 $18-1-2-5 BT4 £.5530 g
T5 1.3265 $18-1-2-10 BTS F.5540
M3 790WDCV06-05-04-03 1.3342 SC6-5-2
M2 785WDCV06-05-04-02 M2 1.3343 $6-5-2 BM2 F.5603
M3Class2 Z130WDCV06-05-04-04 M3:2 1.3344 $6-5-3 F.5605
H41/M1 785DCWV08-04-02-01 1.3346 $2-9-1 BM1
M7 Z100DCWV09-04-02-02 M7 1.3348 $2-9-2 F.5607
T 780WCV18-04-01 13355 $18-0-1 BT1 F.5520
A128(A) Z120M12 /Z120Mn12 1.3401 X120Mn12 F.82551
52100 100C6 52100 13505 100Cr6 534A99 F1310
319,2 A-S5U 3.2151 G-AlSi6Cud LM4/LM22 L-2660
380,1 A-S9U3 3.2161 G-AlISi8Cu3 LM24 1-2630
A-S4G 3.2341 G-AlISi5Mg DTD716B
A356.2 A-S7G0,3 3.2371 G-AISi7Mg 2199/LM25
A7-510G 3.2373 G-AISi9Mg
A360 A-S10G 3.2381 G-AlSi10Mg LM9 L-2560
413,1 A-S12U 3.2583 G-AlSi12Cu LM20 1-2530
514.1 A-G6 3.3561 G-AlMg5 LM5
A413 A-S13 3.3581 G-AlSi12 LM6 1-2520
520 A-G10-Y4 3.3591 G-AlMg10 LM10 1-2310
390 AlSi17Cud
393 AlSi18-25CuNiMg LM28/LM29

Technical data provided should be considered advisory only as variations may be necessary depending on the particular application.
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1200 A4 3.0205 Al99 1C 1-3001
1050A A5 3.0255 AI99,5 18 1-3051
1350A AS/L 3.0257 E-Al 1E 1-3052
1080A A8 3.0285 AI99,8 1A 1-3081
1199 A99 3.0385 AI99,98R 1
3004 A-M1G 3.0526 AlMnMg 1 N4 1-3820
2014 A-U45G 31255 AlCuSiMn H15 1-3130
2117 A-U2G 3.1305 AlCu2,5Mg0,5 3186/HR13 1-3180
2017A A-U4G 31325 AlCuMg1 H14 1-3120
2024 A-U4G1 3.1355 AlCuMg2 2198 13140
2003 A-U4pb 3.1645 AlCuMgPb 1-3121
2011 A-U5PbBI 3.1655 AlCuBiPb FC1 1-3182
6101B 3.2305 E-AIMgSi 91E 1-3431
6463 AB5-GS 3.2307 AI99,85MGsl| BTR6
6181 A-SGMO,7 32315 Al-Si1 Mg H30 1-3451
6060 33206 AIMGSi0,5 H9 1-3441
6101C A-GS/L 33207 E-AIMgSi0,5 BTREG
5005A A-G0,6 33315 AlMg1 N41 1-3350
50508 A-G1,5 33316 AlMg1,5 3144 1-3380
5052 A-G2,5C 33523 AlMg2,5 N5Mg3,5 1-3360
5251 A-G2M 33525 AlMg2Mn0,3 N4
5754 A-G3M 33535 AlMg3 1-3390
5454 A-G2,5MC 33537 AlMg2,7Mn N51
5083 5083 33547 AlMg4,5Mn N8 1-3321
5056A 3.3555 AlMg5 N6 1-3320
E 7020 A-Z5G 34335 AlZn4,5Mg1 H17 1-3741
£ 7075 A-Z5GU 3.4365 AlznMgCu1,5 2195 1-3710
‘é 60-40-18 FGS-400-12 0.704 GGG-40 42012
) FGS370-17 0.7043 GGG-40.3 370/17
E 65-45-12 FGS500-7 0.705 GGG-50 500/7 FDC500
g 80-55-06 FGS 600-3 0.706 GGG-60 600/3
c 100-70-03 FGS 700-2 0.707 GGG-70 7002 FDC700
8 120-90-02 FGS 800-2 0.708 GGG-80 800/2
= MB 35-7 0.8035 GTW-35-04 W 34073
'5 MB 40-10 0.804 GTW-40-05 W 410/4
- 0.8045 GTW-45-07
s 32510 MN 35-10 0.8135 GT5-35-10 B 340/12
MP 50-5 0.8145 GTS-45-06 P 440/7
MP 60-3 0.8155 GTS-55-04 P 540/5
0.8165 GTS 65-02
70 003 MP 70-2 0.817 GTS 70-02 P 690/2
A48-40B Ft25D / FGL250 0.6025 GG25 Grade 260 FG 25
A48-208 Ft10D / FGL100 0.601 GG10 FG 10
A48-25B Ft15D / FGL150 0.6015 GG15 Grade 150 FG 15
A48-30B Ft20D / FGL200 0.602 6G20 Grade 220 FG20
A48-45B Ft30D / FGL300 0603 GG30 Grade 300 FG 30
A48-508 F35D / FGL350 06035 GG35 Grade 350 FG35
A48-60B Ft40D / FGL40O 0.604 GG40 Grade 400
€ 60 800 CuAl6 20918 CuAlI5As
C61000 CuAl8 2.092 CuAlg
C 61400 CuAl7Fe2 20932 CuAlgFe3 CA 106
€62 300 CuAl9Fe3Mn2 2.0936 CuAl10Fe3Mn2 CA 105
€95 200 CuAl9Fe3 2.094 CuAl10Fe AB 1
B 505 CuAl9Fe3 2.094 G-FeAIBZF50 AB 1
CuAI9Mn2 2.096 CuAI9Mn2
€63 200 CuAIINiSFe3Mn 2.0966 CuAlONiSFe4 CA 104
€ 95800 CUAI9NiSFe 2.097 G-NiAIBzF50 AB 2
CuAl1TNi5Fe5 20978 CuAT1Ni6Fe5
€ 94100 CuPb205n5 21188 G-CuPb205n 185

Technical data provided should be considered advisory only as variations may be necessary depending on the particular application.
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€ 21000/34500 Cuzn5 2.022/2.032 CuZn5 CZ 125101
€ 85700 CuZn40-Y30 2.034 G-CuZn37Pb PCB 3
C 28000/38500 CuZn40/44Pb2 2.036/2.041 CuZn40/44Pb2 CZ109/CZ130
C 68700 CuZn22A12 2.046 CuZn20A12 €z 110
C 44300 2.047 CuZn28sn1 1
C 46400 2.053 CuZn38sn1 CZ112
C 67400 2.055 CuZn40A12 CZ114
€ 86400 2.0591 G-CuZn38Al PCB1, DCB 3
C 86400 CuZn40-Y30 2.0592 G-CuZn35Al1 HTB 1
€ 86300 2.0598 G-CuZn25AI15 HTB 3
€ 90500 2.105 G-CuSn10Zn G1
€ 90800 CusSn12 2.1052 G-CuSn12 Pb2
€ 91700 2.106 G-CuSn12Ni CT2
€ 90250 2.1086 G-CuSn10 CT1
€ 93200 CuSn7Pb6Zn4 2.109 G-CuSn7ZnPh
€ 92410 2.1093 G-CuSn6ZnNi LG4
€ 83600 CuPb55n5Zn5 2.1096 G-CuSn5ZnPb/RG5 LG2
€ 93700 CuPb10Sn10 2.1176 G-CuPb10Sn LB2
€ 93800 2.1182 G-CuPb15Sn LB1
€ 96200 2.0815 G-CuNi10
€ 71300 CiNi25 2.083 CuNi25 CN 105
€ 96400 2.0835 G-CuNi30 CN2
€ 72150 CuNi44 2.0842 CuNi44Mn1
C 70600 CuNi10Fe1Mn 2.0872 CuNi10Fe1Mn CN 102
€ 71500 CuNi30Mn1Fe 2.0882 CuNi30Mn1Fe CN 107
€ 17000 CuBel,7 2.1245 CuBel,7 CB 101
C 17200 CuBe1,9 2.1247 CuBe2
C 17500 2.1285 CuCo2Be c112
C 71640 CuNi30Fe2Mn2 CuNi30Fe2Mn2 CN 108
OF Cu-c1/C2 2.004 OF-Cu Cu-OF € 103/110
€ 11000 Cu-al/A2 2.006 E-Cu57 Cu-ETP-2 C 101
€ 11000 Cu-al 2.0065 E-Cu58 Cu-ETP-2 C 101
C 1200 Cu-b2 2.0076 SW-Cu
€ 12200 Cu-b1 2.009 SF-Cu Cu-DHP C 106
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Technical data provided should be considered advisory only as variations may be necessary depending on the particular application.

563-391-6220/800-553-8024

Material Conversion Chart
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